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[57] ABSTRACT

Viscoelastic solution including a buffered solution,
1-8% cellulose gum and 1-8% chondroitin sulfate, pH
adjusted to 7.2-7.6 at a osmolality between 200-400
MOSM. The buffered solution can be HEPES buffered
minimum essential media (MEM), phosphate buffer
system (PBS), balanced sait solution, or TC199.
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